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Possible mantle xenolith recovered from the surface of the CH-2
kimberlite.
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Hugo renon, Prjt Manaer (L) and PeterHoImesK/ic‘e Pfident, Exploratin at
CH-3 kimberlite discovery locality, September 8, 2008.



CH-3 Kimberlite.




SUMMARY OF CHIDLIAK PROPERTY CAUSTIC FUSION DIAMOND RESULTS

Sample Numbers of Diamonds According to Sieve Size Fraction (mm) | Total

Sample Weight | +0.075 | +0.106 | +0.150 | +0.212 | +0.300 | +0.425 | +0.600 | +0.850 | +1.180 | +1.700 Di;ﬂ:ﬁ]ds Carats
(kg) -0.106 -0.150 -0.212 -0.300 -0.425 -0.600 -0.850 -1.180 -1.700 -2.221 >0.850mm

CH-1A® 100.0 9 11 9 9 2 2 2 0 0 0 44
CH-1B® 94.9 34 37 28 19 13 5 4 2 2 2 146 0.157
CH-1C 94.0 51 32 33 27 11 15 8 5 2 0 184 0.101
CH-2 356.6 249 101 15 3 1 0 2 0 1 0 372 0.029
CH-3 253.7 79 60 27 11 11 1 0 0 0 0 189




SUMMARY OF CH-1 MINI-BULK SAMPLE DIAMOND RESULTS

Numbers of Diamonds According to Sieve Size Fraction (mm)

Sample Total Total Total Diamond
Sample | Weight | +0.425 | +0.600 | +0.850 | +1.180 | +1.700 | +2.360 | +3.350 +4.750 Diamonds Carats Carats Content
(kg) -0.600 | -0.850 | -1.180 | -1.700 -2.360 -3.350 -4.750 ) >0.850mm >1.18 mm (+0.85mm)(Cpt)
CH-1A 1,174 38 31 9 5 0 1 0 1 85 2.55 2.45 2.17
CH-1B 1,106 37 28 9 3 4 2 0 0 83 1.00 0.80 0.90
TOTAL 2,280 75 59 18 8 4 3 0 1 168 3.55 3.25 1.56




2.01 ct diamond recovered from CH-1 kimberlite

+4.75mm 401.821mg
2.01ct
7.50 x 5.50 x 3.60mm

0.02 ct diamond recovered from CH-1 kimberlite

+1.18mm 4.126mg
0.02 ct
1.70x 1.30 x 1.08mm




Anomaly CHI-087
Example of 2009 drill target
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